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Abstract: This paper was focused on application of the
perlite mineral as the filler for polymer nanocomposites
in technical applications. A strong effect of the perlite
nano-filler on high-density poly(ethylene) (HDPE) com-
posites’ mechanical and thermal properties was found.
Also found was an increase of the Young’s modulus of
elasticity with the increasing filler concentration. Increased
stiffness from the mechanical tensile testing was confirmed
by the nondestructive vibrator testing as well. This was
based on displacement transmissibility measurements
by means of forced oscillation single-degree-of freedom
method. Fracture toughness showed a decreasing trend
with increasing perlite concentration, suggesting occur-
rence of the brittle fracture. Furthermore, ductile fracture
processes were observed as well at higher filler concentra-
tions by means of SEM analysis. There was also found

relatively strong bonding between polymer chains and the
filler particles by SEM imagining.

Keywords: perlite fillers, HDPE composites, mechanical
testing, vibration damping, thermal analysis

1 Introduction

Modification and recycling of polymers is an important
part of the polymer research and applications [1–3].
Thermoplastics, such as polyethylene, can offer useful
mechanical, chemical, electrical [4], and optical [5] pro-
perties, e.g., as the structural supporting components [6]
and packaging materials [7]. Due to its low price per unit
volume and unique physicochemical properties, it is
globally the most used thermoplastic [8]. Poly(ethylene)
is a semicrystalline polymer. It is classified based on its
density. There are four different groups: high-density
polyethylene (HDPE), low-density polyethylene (LDPE),
linear low-density polyethylene (LLDPE), and very low-
density polyethylene (VLDPE) [9]. Covalent bond between
carbon atoms of the poly(ethylene)molecule is extremely
stiff and strong similarly as in the diamond. Furthermore,
poly(ethylene) chain has the smallest transversal cross-
section compared to all polymers [10]. This is due to
the lack of the presence of the pendant groups in its
macromolecular structure. Therefore, the system of the
unidirectional-oriented polyethylene chains has rela-
tively high strong elements available per unit area cap-
able to transmit high mechanical stresses. For this
reason, the macroscopic mechanical strength of such
structure is very high. Semiempirical estimations of the
maximum strength of the polyethylene along its macro-
molecular chain vary in the range of 16–36 GPa. Theore-
tical calculations of the modulus of elasticity propose
magnitudes from 180 to 340 GPa [10]. However, there
was found increased risk of cavities formation at the
nano-filler/polymer matrix interface in the HDPE
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nanocomposites due to the difference in the Young’s
modulus of elasticity between the polymer matrix and
the filler nanoparticles [11].

Moreover, the tensile properties of polymer fibers might
be significantly affected by their fiber structure as found for
polyacrylonitrile (PAN) membranes [12]. It was found that
these decrease significantly with increasing the fiber
orientation angle. The results also showed that the
nanofiber membranes exhibited ductile fracture pattern.

The fundamental mechanisms governing the size-
dependent mechanical behavior of different crystal struc-
tures were described in detail in [13], where the effects of
fabrication process and current experimental techniques
for micro and nano-compression were investigated as
well. The influence of the surface effect on the properties
of the nano-scale sample is directly associated with the
surface to volume ratio.

Mineral fillers were used as an additive in polymer
nanocomposites [14], silicon rubber [15], and in combi-
nation with the polyvinyl alcohol fibers/nano-SiO2 fillers
as reinforced cementitious composites [16] in the last
decade. At the present, mineral nano-fillers were used
as friction reducing additives for improving tribological
performance and wear resistance of HDPE [17]. HDPE-
nanoclay composites were also used in the additive man-
ufacturing by means of the 3D printing technology, where
increase in Young’s modulus of elasticity with increasing
nanoclay concentration was found [18]. It was found that
the net effect of the nano-fillers on the wear resistance
was due to the combination of different abilities of the nano-
fillers to modify the tensile and compressive mechanical
properties of polymers. These were manifested in the
observed surface hardness and ductility of the nano-
composite, contributed by the nano-fillers to the friction
coefficient and the creation of the transfer film [17]. The
effect of incorporating nano-fillers into the thermoplastic
polymer network results in the improvement of the
physicochemical and mechanical characteristics such as
low air permeability [19], improved mechanical strength,
modulus of elasticity, and stiffness [20–22]. That is why,
now, the research focused on composites containing inor-
ganic fillers is important. Perlite powder is an essentialmate-
rial for the application of thermal and acoustic insulation
materials [23]. Perlite is the mineral formed by the cooling of
volcanic eruptions. It is composed of SiO2, Al2O3, K2O, Na2O,
and water. Depending on its origin, perlite may contain also
TiO2, CaO, and MgO. When subjected to thermal treatment,
natural perlite particles expand up to 20 times in volume,
due to the water vaporization [24]. Expanded perlite was
also found as an effective sound-absorbing material due to
its open pore structure [25]. When sound waves of a certain

wavelength enter such pores, they effectively absorb the
acoustic energy. Applications of polyethylene prepared
with the addition of perlite were reported elsewhere [25].
It was found that perlite enhanced the thermal stability
and sound absorption coefficients of polyesters.

Polymer matrix modification, its crystallinity degree,
type of reinforcement, filler/matrix adhesion quality [26],
filler particles size, etc. influence physicochemical, thermal,
and mechanical properties of the final composites [27,28].
That is why, detailed understanding of the effect of the
polymer matrix and the filler particles on the overall com-
posite performance in consumer technical products, e.g., at
the mechanical deformation loads both static and dynamic,
is of scientific and practical importance. For that reason,
this paper is focused on combination of the destructive
and nondestructive mechanical testing [29] and thermal
analysis in combination with SEM imagining for perlite/
HDPE composites analysis.

2 Materials

High-density poly(ethylene) (HDPE) type 25055E (The
Dow Chemical Company, USA) was used in the form of
white pellets (lot. No. 1I19091333). As the filler particles,
the inorganic volcanic glass mineral perlite (Supreme
Perlite Company, USA)was applied (d50 = 447 nm diameter,
density 1.10 g/cm3) [30]. Perlite filler moisture content was
0.1wt%. There were prepared 150 composites samples (dog
bone shape for tensile testing, Charpy’s pendulum, and
vibrator testing) of virgin HDPE and 5, 10, and 15wt% of
inorganic filler concentrations of perlite/HDPE composites.
Composite samples were prepared by means of the injection
molding technology on the injection molding machine
Arburg Allrounder type 420 C (Germany). Applied proces-
sing temperature ranged from 190 to 220°C, mold tempera-
ture 30°C, injection pressure 60MPa, and injection rate
20mm/s [31]. Extrusion machine Scientific was used for
virgin and composite samples extrusion at the processing
temperature ranging from 136 to 174°C, L/D = 40.

3 Methods

3.1 Scanning electron microscopy

Scanning electron microscopy (SEM) images were cap-
tured using a Scanning Electron Microscope Hitachi SU
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6600 (Japan). The source of the electrons is Schottky
cathode. This microscope has the resolution in secondary
electron mode (SE) 1.3 nm and in back scattered electrons
(BSE) 3 nm. For these images, the SE and an accelerating
voltage of 5 kV were used. The distance between sample
and detector was 6mm. Studied materials were placed on
double-sided carbon tape on aluminium holder.

3.2 Thermal analysis

For perlite/HDPE nanocomposites, virgin HDPE thermo-
gravimetry (TG), and differential thermal analysis (DTA),
experiments were performed on a simultaneous DTA-TG
apparatus (Shimadzu DTG 60, Japan). Measurements
were performed at a heat flow rate of 10°C/min in a
dynamic nitrogen atmosphere (50 ml/min) at the tem-
perature range from 30 to 550°C. The crystallinity (wC) of
the nanocomposites was calculated according to the for-
mula (1) [32,33]:

= ×w H
H

Δ
Δ

100C
m

m
0 (1)

where: ΔH0
m = 293 J g−1 is heat of fusion for 100% crystal-

line material HDPE, heated at rate of 10°C/min [32,34],
and ΔHm (J g−1) is measured heat of fusion.

3.3 Uniaxial tensile testing

Tensile testing of injection-molded specimens was per-
formed on a Zwick 1456 multipurpose tester (Germany).
The measurements were realized according to CSN EN
ISO 527-1 and CSN EN ISO 527-2 standards [35]. Samples
were strained at room temperature up to break at the
test speeds of 50, 100, and 200 mm/min. From the
stress–strain dependencies, Young’s modulus of elas-
ticity and elongation at break were calculated. Each
experiment was repeated 10× at the ambient tempera-
ture of 22°C and average values and standard errors
were calculated.

3.4 Charpy impact testing

Impact tests were performed on Zwick 513 Pendulum
Impact Tester (Germany) according to the CSN EN ISO
179-2 standard with the drop energy of 25 J.

3.5 Displacement transmissibility
measurement

Thematerial’s ability to dampharmonically excitedmechan-
ical vibration of single-degree-of freedom (SDOF) systems is
characterized by the displacement transmissibility Td, which
is expressed by the equation [36,37]:
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where: y1 is the displacement amplitude on the input side
of the tested sample and y2 is the displacement amplitude
on the output side of the tested sample, a1 is the accele-
ration amplitude on the input side of the tested sample
and a2 is the acceleration amplitude on the output side of
the tested sample.

Generally, there are three different types of mechan-
ical vibration depending on the value of the displacement
transmissibility, namely, resonance (Td > 1), undamped
(Td = 1), and damped (Td < 1) vibration [37].

The displacement transmissibility of a spring-mass-
damper system, which is described by spring (stiffness k),
damper (damping coefficient c), and mass m, is given by
the following equation [36–38]:
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where: ζ is the damping ratio and r is the frequency ratio,
which are expressed by the formulas [39,40]:
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where: ω is frequency of oscillation and ωn is the natural
frequency [41,42]. Under the condition dTd/dr = 0 in the
equation (3), it is possible to find the frequency ratio r0, at
which the displacement transmissibility has its maxi-
mum value [36]:
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It is evident from the equation (6) that the local
extreme of the displacement transmissibility is generally
shifted to lower values of the frequency ratio r with the
increasing damping ratio ζ (or with the decreasing mate-
rial stiffness k). The local extrema (i.e., the maximum
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value of the displacement transmissibility Tdmax) is obtained
at the frequency ratio r0 from the equation (6).

The mechanical vibration damping testing of the
investigated materials was performed by the forced oscil-
lation method. The displacement transmissibility Td was
experimentally measured using the BK 4810 vibrator in
combination with a BK 3560-B-030 signal pulse multi-
analyzer and a BK 2706 power amplifier at the frequency
range from 2 to 3,200 Hz. The acceleration amplitudes a1
and a2 on the input and output sides of the investigated
specimens were evaluated by means of BK 4393 acceler-
ometers (Brüel & Kjær, Nærum, Denmark). Measurements
of the displacement transmissibility were performed for
three different inertial masses m (i.e., ranging from 0,
90, and 500 g), which were positioned on the upper side
of the periodically tested samples. The tested block article
dimensions were (60 × 60 × 3) mm (length × width ×
thickness). Each measurement was repeated 5 times at
an ambient temperature of 23°C.

4 Results and discussion

As known from earlier studies [35], applied inorganic
nano/micro particles are used as functional fillers mod-
ulating elastoplastic behavior of polymer composites. It
was found that dominating factors responsible for con-
trolled mechanical response patterns of the composites
are mainly the physicochemical properties of the applied
polymer base matrix (e.g., HDPE, low-density poly(ethy-
lene) (LDPE), linear low-density poly(ethylene) (LLDPE),
etc.) and the properties of the filler particles (e.g., their
uniformity, shape, diameter, and surface chemistry). Other
factors, which should be taken into account, are the ratio

of the amorphous/crystalline regions of the polymer matrix
and the quality of the interface adhesion between filler
particles and the polymer matrix [9].

SEM images of the perlite micro/nano-filler particles
are shown in Figure 1a and b.

There is an evidence confirming their porous internal
structure as shown in Figure 1a. As it is well-known from
the literature [30,43,44], the porous micro/nano struc-
tures of the fillers or the whole composite articles are
directly affecting their sound absorption, vibration
damping properties as well as their dynamic mechan-
ical properties [31,45,46].

Typical filler concentration dependencies of the Young’s
modulus of elasticity (E) of the studied perlite/HDPE com-
posites are shown in Figure 2.

They were characteristic with the gradual increase of
the E with the increasing perlite concentration for all
deformation rates under study (50, 100, and 200mm/min).
There was observed approximately 37% increase in E for
15 wt% perlite concentration compared to the virgin HDPE.
This triggered substantial increase of the materials’ stiff-
ness. However, this phenomenon was accompanied with
the corresponding exponential decrease of the observed
elongation at break with the increasing filler concentration
as shown in Figure 3.

There was confirmed increasing stiffness of the com-
posite response to the applied uniaxial deformation with
the increasing deformation rate as reflected by original elon-
gation at break for the virgin polymer of 220% (50mm/min
deformation rate) changed to 70% (100mm/min deforma-
tion rate) and to 45% (200mm/min deformation rate).
Interestingly, these differences were not much significant
for higher concentrations of the filler exceeding 10 wt% per-
lite/HDPE composite matrices, suggesting lowered mobility
of the poly(ethylene) macromolecular chains.

Figure 1: SEM image of the perlite micro/nano-filler.
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Results of the fracture mechanics measurements of
the studied composites are shown in Figure 4.

There was found exponential decrease of the fracture
toughness from 3.8 kJ/m2 (virgin HDPE) to 2.4 kJ/m2

for perlite/HDPE composites in the perlite concentration
range from 5 to 15 wt%. As observed earlier during uni-
axial tensile testing, mineral filler brought increase of the
material stiffness to the composite matrix as reflected by
the increasing modulus E with the increasing filler con-
centration. Also during impact fracture testing performed
on Charpy pendulum, similar effect was confirmed, as
reflected in Figure 4, by the increasing maximum force
with the increasing filler concentration.

With respect to the proposedmechanical energy transfer
mechanism, the SEM images shown in the Figure 5 clearly
recognized plastically transformed polymer regions charac-
teristic with the well-developed spurs and deformation
bands typical for ductile fracture interface (Figure 5b–d) as
well as brittle fracture regions as shown in Figure 5a and b.

Results of the dynamic mechanical testing of the stu-
died composites by the forced oscillation method on
vibrator device are shown in Figures 6 and 7.

Here (Figure 6), typical frequency dependencies of
the displacement transmissibility demonstrated increased
material stiffness with the increasing filler concentration
as reflected by appearance of the first resonance frequency
(fR1) peak position (Table 1).

There was confirmed validity of the formula (6),
where with increasing stiffness (or decreasing damping
ratio) the fR1 peak position was shifted to the higher
excitation frequencies. Obtained dynamic mechanical
behavior was in excellent agreement with tensile testing
measurements, where the E was increased with the
increasing perlite concentration in the polymer compo-
site matrix. It was also found that the fR1 was shifted to
the lower excitation frequencies with the increasing iner-
tial mass applied during vibrational measurements. This
fact is in agreement with the formula (4), where the
increasing inertial mass m leads to the lower natural fre-
quency ωn, thus to the lower fR1. From the practical point
of view, this method (vibration damping) allows non-
destructive evaluation of the stiffness of the polymer
nanocomposites in contrary to the destructive tensile or
fracture tests.

Results of the thermal analysis are shown in
Figure 8a and b and Table 2.

There was found a minor increase of the melting
temperature from 137.4°C (virgin HDPE) to 141.6°C (15 wt%
perlite/HDPE composite), indicating a stronger bonding
between polymer chains and the filler particles. However,
the crystallinity was decreased with the increasing perlite
concentration from original 60.65 to 28.16%, suggesting
perlite had no positive effect on HDPE crystallization as
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Figure 2: Young’s modulus of elasticity (E) vs perlite filler concen-
tration. Inset: applied deformation rates.
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Figure 3: Elongation at break vs perlite filler concentration. Inset:
applied deformation rates.

Concentration (w.%)
0 2 4 6 8 10 12 14 16

m/Jk( ssenhguot erutcarF
2 )

2.0

2.5

3.0

3.5

4.0 M
axim

um
 force (N

)

180

200

220

240

260
Fracture toughness
Maximum force
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was reported, e.g., for halloysite nanotubes filler [47]. It was
found (Figure 8a) that the highest degradation rate was
observed for 5wt% composite; however, the lowest degra-
dation rate was found for 15wt% composite. All curves
exhibited one single degradation step attributed to the
radical random scission mechanism of polyolefin thermal

decomposition [33]. Compared to the virgin HDPE, the onset
of the degradation of 15wt% perlite/HDPE composite was
shifted to the lower value, where according to Cuadri et al.
[33] the predominant chain scission provoked the formation
of low-thermal stability compounds. The latter compounds
were consecutively eliminated at lower temperatures.

Figure 5: SEM images of the fracture surface after the tensile testing of the samples: (a) virgin HDPE, (b) 5 wt% perlite/HDPE composite,
(c) 10 wt% perlite/HDPE composite, (d) 15 wt% perlite/HDPE composite. (50mm/min applied deformation rate).
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Figure 6: Frequency dependencies of the displacement transmissi-
bility of the tested perlite/HDPE composites (Inset: perlite concen-
tration) without inertial mass (m = 0 g).
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5 Conclusions

It was found in this study that perlite mineral filler is
strongly influencing mechanical and thermal properties
of HDPE polymer nanocomposites. There was a con-
firmed gradual increase of the Young’s modulus of elasti-
city accompanied with the corresponding decrease of
the elongation at break with the increasing filler concen-
tration. There was an observed 37% increase in the
Young’s modulus of elasticity for 15 wt% perlite concen-
tration in comparison with the virgin HDPE. The observed
increased stiffness from the tensile testing was confirmed
by the nondestructive vibrator testing based on measure-
ment of the displacement transmissibility during forced
oscillation measurements. It was reflected by the shift
of the first resonance frequency peak position to the
higher excitation frequencies. Fracture toughness showed
a decreasing trend with the increasing perlite concentra-
tion from 4 to 2.3 kJ/m2, suggesting occurrence of the
brittle fracture as well. However, there were observed
regions of the ductile fracture processes at higher filler
concentrations as found in SEM images. These were

characteristic with the observed polymer deformation
bands and spurs. It can be concluded that the perlite
particles function as the stress concentrators in the com-
plex composite matrix. There was found a minor increase
of the melting temperature with the increasing filler
concentration, indicating a stronger bonding between
polymer chains and the filler particles.
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Table 1: First resonance frequency fR1 and the corresponding
maximum displacement transmissibility Tdmax of the investigated
composites as induced by harmonically excited vibration;
c – perlite concentration

c [wt%] Quantity Inertial mass (g)

0 90 500

5 fR1 [Hz] 1,614 ± 72 593 ± 26 341 ± 15
Tdmax [–] 2.5 ± 0.2 3.1 ± 0.2 3.7 ± 0.3

10 fR1 [Hz] 2,627 ± 112 603 ± 25 346 ± 16
Tdmax [–] 12.1 ± 0.9 3.3 ± 0.2 4.5 ± 0.4

15 fR1 [Hz] 2,944 ± 129 626 ± 28 396 ± 17
Tdmax [–] 14.2 ± 1.1 4.6 ± 0.3 4.8 ± 0.4

Figure 8: Results of the TGDTA thermal analysis of the studied perlite/HDPE composites. Inset: Perlite concentration.

Table 2: Results of the thermal analysis of the virgin HDPE and
perlite/HDPE composites

c
[wt%]

Tm [°C] ΔHm

[J g−1]
wC [%] TA [°C] TD [°C] TWL [%]

0 137.4 177.7 60.65 455 477.2 100.0
5 136.4 133.9 48.10 463.9 476.1 93.1
10 139.9 92.9 31.44 462.1 474.7 90.0
15 141.6 82.5 28.59 451.3 474.3 86.2

c – filler concentration, Tm –melting peak temperature, ΔHm – heat
of fusion, wC – crystallinity, TD – DTA peak of decomposition,
TA – starting point – intersection of extrapolated staring mass with
the tangent applied to the maximum slope of the TG curve (decom-
position behavior), TWL – total weight loss, ΔHm endothermic pro-
cess detected in the temperature range from 95 to 175°C for all
samples.
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